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Carbon monoxide oxidation on bimetallic Ru/Au(111) surfaces
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The electrochemical deposition of Ru on Au(111) was performed in 0.5 M
H,S0,4 + 10"* M RuCls. The obtained bimetallic Ru/Au(111) surfaces were character-
ised by cyclic voltammetry and in situ STM in 0.5 M H,SOy4. The Ru deposit consists of
nanoscale islands, which merge with increasing coverage. Two different types of bime-
tallic Ru/Au(111) surfaces with respect to the distribution of Ru islands over the Au(111)
substrate surface were obtained. When the deposition was performed at potentials more
positive than the range of Au(111) reconstruction, homogeneous nucleation occured re-
sulting in a random distribution of Ru islands. When the deposition was performed on
reconstructed Au(111) at low overpotentials, selective nucleation occured resulting in
the replication of the Au(111) reconstruction. Only at higher deposition overpotentials,
can multilayer deposits be formed, which exhibit a very rough surface morphology. The
electrocatalytic activity of such structurally well defined Ru/Au(111) bimetallic sur-
faces was studied towards CO oxidation with the Ru coverage ranging from submo-
nolayer to several monolayer. CO stripping commences at about 0.2 V and occurs over a
broad potential range. The observed influence of the Ru structure on the CO stripping
voltammetry is explained by local variations in the CO adsorption energy, caused by dif-
ferences in the local Ru structure and by effects induced by the Au(111) substrate.
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INTRODUCTION

The electrochemical oxidation of CO on platinum based electrodes has been
studied intensely for decades with the view of fuel cell application. Ruthenium, tin and
rhodium are the elements frequently added to platinum for CO and methanol oxidation.
The origin of the high activity of such bimetallic surfaces is not yet clear mainly due to
the unknown structure of the deposit. It is now possible using modern microscopic tech-
niques, such as scanning tunnelling or scanning force microscopy (STM/AFM), to
monitor the surface morphology in situ in the electrolyte. This may be employed to
study the relation between surface structure and electrochemical activity of bimetallic
electrodes and in the long run may help to tailor bimetallic surfaces with desired electro-
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catalytic properties. As an example, a combined STM, IR spectroscopy, and electro-
chemical study of Ru/Pt(111) surfaces has recently been reported.!

Here, in situ STM results of Ru electrodeposition on a Au(111) surface and the
electrochemical behaviour of the resulting electrodes, aimed at gaining an understand-
ing of the dependence of the morphology of the deposit on the potential and its influ-
ence on the CO oxidation process, are presented. The study focuses on the submo-
nolayer coverage regime, which is of particular interest for the understanding of bime-
tallic surfaces.

The Au(111) surfaces were reconstructed in the electrochemical environment at
potentials in certain regions. These potentials were chosen to enable the production of
bimetallic Ru/Au(111) surfaces exhibiting different distributions of deposited Ru is-
lands for the same coverage. The selectivity of surface sites of reconstructed Au(111)
surfaces for the nucleation of Ru islands during electrochemical deposition of Ru has
been studied by the authors of this paper.2 The obtained results are further exploited and
the work extended to the electrodeposition of Ru over a wide potential region with the
emphases on the acitivity of such bimetallic surfaces towards CO oxidation. With re-
spect to the initial potential for CO oxidation, gold is much less active than pure ruthe-
nium3 and the Au(111) surface the least active among all other single crystal faces of
gold,*0 especially in sulphate containing solution, where the CO oxidation process is
possible at very positive potentials, close to oxide formation on gold.”-8 Therefore, the
choice of the Au(111) surface as substrate offers a unique possibility to extract the con-
tribution of the Ru clusters themselves to the CO oxidation activity of bimetallic sur-
faces. In order to establish a proper relation between the surface structure and activity,
the studies of the CO oxidation were performed in the same STM cell in which the Ru
was deposited and the obtained surface characterised by STM under potential control.

EXPERIMENTAL

A single crystal, Au(111), 10 mm in diameter (Metal Crystals and Oxides, Cambridge, Eng-
land), cut and oriented to better than 0.5 °, was used as the substrate. After mechanical and electro-
chemical polishing described in detail in Ref. 2, the Au(111) crystal was annealed in a butane flame
for several minutes, cooled down in air, and then mounted into the electrochemical cell of the STM.
The crystal was contacted with the (104 M RuCl; + 0.5 M H,SO,) solution under potential control at
a potential which was chosen for the subsequent Ru deposition. After a chosen deposition time (from
several seconds up to several minutes), the electrolyte was exchanged by 0.5 M H,SO, solution under
potential control to avoid a lifting of the surface reconstruction and the spontaneous deposition of
Ru,? and STM images and/or cyclic voltammograms of the deposited Ru were recorded.

The Ru containing electrolyte was prepared using RuCls-aq (Fluka) and H,SO4 (Merck).
Since the electrolyte is not stable and the concentration of RuO{H,SO4)3" species increases with
time, a freshly prepared Ru solution was used for each measurement.

The STM images were recorded using a self-built scanning tunnelling microscope described
indetail in Ref. 10. The tunnelling tips were prepared by the electrochemical etching of a W-wire and
coated with Apiezon wax. The tip and sample potentials were independently kept under potential
control and measured versus a Ag/AgCl (KCl saturated) reference electrode, with the tip potential be-
ing kept 50— 100 mV more negative than the sample potential. The STM images were obtained in the
constant current mode with tunnelling currents between 1 — 10 nA and are presented as topview im-
ages with the darker colours corresponding to lower surface areas.
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After characterisation of the bimetallic Ru/Au(111) surface by STM, the same STM cell was
used for CO oxidation measurements. CO was purged over the cell through a reduced space made by a
glass cover to avoid contact with air. The potential of the electrode was keptat—0.1 V, where CO is ad-
sorbed. After several minutes, when saturation coverage of the Ru/Au(111) surface with CO is ex-
pected to have been achieved,® the electrolyte was removed and replaced with fresh 0.5 M H,SO,4 us-
ing asyringe, Ar gas was purged over the STM cell for several minutes in order to remove traces of O,
from the solution and stripping voltammetry was performed. These joint STM-CV measurements
should provide a direct insight into the relation between the structure of the bimetallic Ru/Au(111)
surface and its reactivity towards CO oxidation.

RESULTS AND DISCUSSION

Cyclic voltammetry studies of the bimetallic Ru/Au(111) surfaces

For the STM and CO stripping experiments (see below), Ru was deposited on the
Au(111) surface at various, constant deposition potentials and different deposition times.
As an example, a CV of Rw/Au(111) in pure 0.5 M H)SO4, obtained after Ru
electrodeposition at 0.8 V for 3 min, where a saturation submonolayer coverage is
achieved (see below), is presented in Fig. 1 by the dashed line. For comparison, the CV of
the initial Au(111) surface exhibiting well known features!! is presented by the dotted line
(for clarity, a part of the double layer, for potentials < 0.6 V, for CVs in Fig. 1 is not pre-
sented). An enhanced double layer current, according to Chrzanowski and Wiecko-
wski, 12 corresponds to the RuOH,4¢/RuO?* equilibrium, i.e., to the formation of RuOH
on the surface. At more positive potentials, the presence of Ru can be resolved through
oxidation and reduction peaks in the potential region before the formation of gold oxide.
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Fig. 1. Cyclic voltammograms of bimetallic Ru/Au(111) surface in 0.05 M H2SO4 with: (- - -) Ru
coverage of 0.35 ML, showing the peaks for RuOx formation. The Ru was deposited for 3 min
from a 10'4 M RuCl3 + 0.5 M H2S04 solution at Eqep = 0.8 V. (—) Ru coverage higher than a
monolayer showing the hydrogen UPD region characteristic for metallic Ru. The Ru was deposited
for 5 min at—0.1 V. (D ) CV of the initial Au(111) surface in 0.05 M H2SO4. Sweep rate S0 mV/s.
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The few overlapping but clearly distinct oxidation peaks at 1.1 V and 1.25 V indicate the
presence of various oxides of Ru. According to recent XPS studies of Crown et al.!3 the
amount of Ru oxides (RuO, and RuO3) incerases with increasing potential, in particular
the high-valence ruthenium (VI) oxide (RuO3). The deposited Ru is irreversibly bound to
the Au surface and can be dissolved only at potentials in the Au oxidation range. The cur-
rent associated with the removal of Ru does not correspond to the amount of dissolved Ru
as it overlapps with O, evolution. It is not sensitive to the potential of Ru deposition or the
manner of Ru deposition,? which indicates that cyclic voltammetry is not sensitive
enough to enable a proper characterisation of Ru/Au(111) surfaces. Besides, in the STM
cell, there are always traces of O and its reduction makes the quantitative detection of the
deposited Ru on the surface at lower potentials almost impossible.

For Ru coverage higher than a monolayer, obtained by deposition of Ru at poten-
tials below the Nernst potential, the subsequent CVs (presented in Fig.1 by the solid
line) are similar to the CV for polycrystalline bulk Ru samples, measured under identi-
cal conditions.!4 In particular, a slowly increasing anodic current at potentials > 0.7 V
and broad cathodic peaks at about 0.0 V and 0.2 V are found, which are also observed
for Ru submonolayer deposits in a separate electrochemical cell. !5 Based on the results
of the STM experiments, these features are attributed to the irreversible formation and
reduction!> of oxide/hydroxide species.

Since the deposited Ru exist in various oxidation states, as well as due to the pres-
ence of different Ru species in the solution, the Ru coverage cannot be estimated cor-
rectly from the electrochemical data. The Ru coverage was, therefore, determined in
this work from the STM images and is, due to the unknown structure of the Ru deposit,
defined as the fraction of the Au surface covered.

In-situ STM observations of bimetallic Ru/Au(111) surfaces

STM images of the Ru/Au(111) surfaces used for the subsequent CO oxidation
measurements are presented in Figs. 2 and 3. Two different types of bimetallic
Ru/Au(111) surfaces with respect to the distribution of the deposited Ru islands over the
surface were examined.

The first type of bimetallic Ru/Au(111) surfaces were obtained when Ru was de-
posited on unreconstructed Au(111) surface, Figs. 2a and c. Ru deposition at potentials
positive of the range of surface reconstruction (lifting of the reconstruction occurs at
about 0.25 V in 0.5 M H»>SOy) proceeds via homogeneous nucleation of Ru monolayer
islands. A random distribution of Ru islands of approximately the same size (1-2 nm)
over the substrate surface is observed (see Figs. 2a and ¢). It should be pointed out that
the coverage obtained after a deposition time of 3 min corresponds to the saturation
coverage for a given deposition potential, since with a prolonged deposition time (up to
half an hour) the coverage did not change.

The second type of bimetallic Ru/Au(111) surfaces were obtained when Ru was
deposited on a reconstructed Au(111) substrate, Figs. 2b and d and Fig. 3a. Ru deposi-
tion on a reconstructed Au(111) surface results in similar islands to those found on unre-
constructed surfaces. The position of these islands, however, is affected by the presence
of the reconstruction and depends on the overpotential. At low overprotentials, Ru is
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Fig. 2. STM images (15000150nm) A of the defined bimetallic Ru/Au(111) surfaces used for CO ox-
idation measurements: a) Egep = 0.5 V; #gep = 3 min; /; = 11 nA; image recorded at 0.15 V; cover-
age =0.25 ML; b) Egep = 0.0 V; f4ep = 30 s; I = 11nA; image recorded at 0.0 V; coverage = 0.45
ML; ¢) Egep = 0.15 V; fgep = 3 min; /; = 33 nA; image recorded at 0.15 V; coverage = 0.65 ML; d)
Egep= 0.0 V; 1gep = 60 s; I, = 11 nA; image recorded at 0.0 V; coverage = 0.65 ML.

preferentially deposited in the fcc areas of the Au surface reconstruction, replicating the
Au(111) reconstruction pattern with a high perfection, an effect which has been de-
scribed in detail elsewhere.2 At higher coverage, the Ru islands apparently merge into
larger ramified aggregates. The maximum Ru coverage is a highly defective monolayer
(0.8 ML Ru coverage). Characteristic STM images obtained under these conditions for
various Ru coverage are shown in Figs. 2b and d and Fig. 3a. Only at higher
overpotentials (< — 0.1 V), can multilayer deposits be formed, which exhibit a very
rough surface morphology, Fig. 3b.
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Fig. 3. The same as in Fig. 2: a) Egep = 0.0 V; #gep = 3 min; /; = 11 nA; image recorded at 0.0 V;
coverage = 0.80 ML; b) Egep = — 0.1 V; 13, = 5 min; [; = 3.5 nA; image recorded at — 0.1 V; cover-
age 3—4 ML.

STM images of the deposits studied above were also recorded at higher potentials,
with the aim of clarifying the structure and stability of the Ru/Au(111) electrodes over the
whole potential range where CO oxidation was later to be studied. The results of the experi-
ment in which Ru was first deposited on reconstructed Au(111) at 0.0 V and then the poten-
tial increased stepwise up to 0.9 V, where Ru oxidation commences according to the CVs
(see Fig. 1, dashed line), are shown in Fig. 4. It is important to note that up to 0.9 V, the
Au(111) substrate surface is still in its metallic form (see Fig. 1, dotted line). As illustrated by
the image in Fig. 4a, which was recorded at 0.3 V, the Au(111) surface in this potential re-
gime is predominantly covered by a ramified structure of condensed 2D Ru islands of
well-defined height with only a few islands with apparently larger heights. According to the
CVsin Fig. 1 and the discussion given above, in this potential region, a mixture of metallic
Ru and RuOH and RuO is assumed. The first morphological changes were observed at 0.6
V (Fig. 4b), when new islands of a second type start to form on top of the Ru islands. As seen
in the images recorded at 0.8 V and 0.9 V, (Fig. 4c and d, respectively), the number of these
islands continuously increases. In addition, the underlaying flat islands increase in size, re-
sulting in the filling of the trenches and holes between these islands. According to Fig. 1, at
these potentials, the fraction of RuO increases further and high-valence RuOx, with larger
lattice parameters are formed. This is accompanied by a significant rearrangement of the is-
lands on the surface, which can be ascribed to the increased size of the RuOx islands and to
the lifting of the reconstruction of the underlying Au(111) substrate surface. The effect of
the oxidation and rearrangement of the Ru islands on the course of CO oxidation will be dis-
cussed below.

CO oxidation on bimetallic Ru/Au(111) surfaces: STM and CV measurements

The activity of the bimetallic Ru/Au(111) surfaces towards CO oxidation was
evaluated as a function of Ru coverage by CO stripping in 0.5 M H>SOy4 solution. As a
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Fig. 4. STM images (700[1700) A recorded on a Au(111) surface in 0.5 M H,SOy, showing the rear-
rangement and oxidation of the Ru islands with increasing electrode potential. The Ru was depos-
ited from a 10* M RuCl; + 0.5 M H,SOy solution on a reconstructed Au(111) surface. Egep=0.0
V; tgep = 120 85 [y = 11 nA; coverage = 0.55 ML; Image taken at the electrode potential of: a) 0.3 V

(the same as for 0.0 V); b) 0.6 V; ¢) 0.8 V;d) 0.9 V.

prerequisite, these experiments were first performed on a freshly annealed Au(111) sur-
face. Here the CVs obtained in the double layer regime are identical to those recorded
prior to CO-exposure. Hence, the Au(111) surface is inactive for CO adsorption at least
up to a potential of 1.0 V, when adsorption on the step sites possibly takes place,” which
is in agreement with previous infrared spectroscopy results.8 Consequently, CO oxida-
tion occurs at potentials higher than 1.0 V, as shown in Fig. 5 (dotted line). On the other
hand, CO stripping voltammetry on sputter-cleaned pure Ru electrode in 0.5 M H,SO4
showed that CO oxidation begins at approximately 0.2 V, and has a peak at 0.4 V!4
which is presented, for comparison, in Fig. 5b by the dotted line. Therefore, the data ob-
tained on the Ru/Au(111) electrodes reflect the electrochemical behaviour of ultrathin
Ru films and Ru submonolayer islands on an inert substrate.
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Fig. 5. CO stripping voltammetry on the Ru/Au(111) surfaces, presented by the STM images in
Figs. 2 and 3. The imaging and CO stripping voltammetry were performed in the same STM cell in
0.5 M H,S0O4. a) (- - -) CO oxidation on the surface from Fig. 2a. (—) CO oxidation on the surface
from Fig. 2b. (E| ) CO oxidation on the initial Au(111) surface. b) (—) CO oxidation on the surface

from Fig. 2c¢ and d and Figs. 3a and b. (E| ) CO oxidation on pure Ru.!4 Sweep rate 20 mV/s.

For a direct correlation of surface structure and electrochemical behaviour, CO
stripping experiments were performed in the STM cell directly after the structural char-
acterization of the deposit by in situ STM. The CVs and the corresponding STM images
are shown in Fig. 5 and Figs. 2 and 3, respectively.

On all the Ru/Au(111) electrodes studied in these experiments, CO stripping
commences at about 0.2 V and reaches a current plateau at about 0.6 V, independent of
the Ru coverage, morphology and deposition potential. Interestingly, the CVs for 0.25
and 0.45 ML Ru (Fig. 5a) are almost identical, suggesting a similar average CO cover-
age on both electrodes despite the pronounced differences in the Ru coverage. This
might indicate that the very uniformly distributed Ru islands found at 0.25 ML Ru (Fig.
2a) can adsorb a higher amount of CO, e.g., due to adsorption of additional CO mole-
cules at the island edges, than the islands at 0.45 ML, which tend to aggregate. Ata Ru
coverage of 0.65 ML, the activity is the same regardless of the distribution of Ru is-
lands, which only differ from those at the lower coverage by a factor of two higher pla-
teau current densities, Fig. 5b, solid line. Increasing the coverage further up to 0.8 ML,
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which corresponds to a monolayer formation, does not change the activity of the bime-
tallic Ru/Au(111) significantly. Moreover, the activity remains the same even for a cov-
erage of 3—4 ML (see Fig. 3). Therefore, it seems that a kind of limiting activity of the
bimetallic surfaces is achieved at a coverage of about 0.65 ML. For all the Ru/Au(111)
surfaces examined, at potentials >1.0 V a pronounced increase in the current is found,
which is related to the oxidation of CO on the fraction of the Au(111) substrate sufrace
not covered with Ru, coupled with the reactions of O, evolution and oxide formation.

It should be noted that CO oxidation commences at about 0.2 V on a bimetallic
Ru/Au(111) surface, which is in very good agreement with the CO stripping experiments on
bulk Ru, Fig. 5b, dotted line.!# A significant CO oxidation current, however, still exists at
potentials more positive than 0.6 V, where CO oxidation ceases on pure Ru. The wider po-
tential range of CO oxidation on the bimetallic surface can be explained by the variety of Ru
oxidation states in the deposited islands and the variety of their distribution over the sub-
strate surface. Consequently, such a surface offers a variety of CO adsorption sites with dif-
ferent binding energies. Besides, if the rearrangement and oxidation of the deposited Ru is-
lands with increasing potential are taken into account (see Fig. 4), it can be assumed that
even if an ordered deposit was obtained at certain potentials the orderliness would be lost in
the course of the CO oxidation and the coverage of deposited Ru remains the only parame-
ter which affects the kinetics of the process at more positive potentials.

The second fact which has to be taken into account is that there is no CO adsorption
on the Au(111) surface (except in a limited amount on the steps), !0 which means that its ad-
sorption is limited to adsorption on the Ru islands. Some indication of the possible adsorp-
tion sites for CO on the different Ru/Au(111) electrodes can be derived from the STM data.
For Ru coverage < 0.3 ML, the deposit usually consists of well-separated Ru islands with
diameters in the nm-range. Here sites within the Ru islands and at the edges of the islands
(i.e, on Ru step atoms) have to be considered, which should exist at approximately equal
amounts due to the small diameter of the islands. At higher coverage, the Ru islands start to
merge, resulting in a highly defective Ru adlayer, which may also exhibit other types of ad-
sorption sites (e.g., Ru vacancies). Furthermore, the STM images indicate a small amount
of higher Ru islands (multilayer islands or Ru oxide/hydroxide species). Hence, a larger va-
riety of different adsorption sites exists on these surfaces, which could account for the obser-
vation of a broad plateau rather then well-resolved peaks in the CVs.

According to the CO stripping measurements, performed in a separate cell by the
hanging meniscus method, 3 the charged data indicate that 0.7 ML of CO is adsorbed
on ML Ru films exhibiting a flat surface morphology, while practically a monolayer of
CO is adsorbed on 10 ML Ru films or pure Ru, as expected from the higher surface
roughness. This perfectly matches the results presented above, where the Ru/Au(111)
surface with a Ru coverage of (0.65[0.05) ML, showed the maximum activity with
nonsignificant changes up to a coverage of 3—4 ML. As shown in Ref. 15, the maximum
activity of metallic Ru was achieved for a coverage of 10 ML. A similar result was ob-
tained for CO oxidation on Rh/Au(111).16

In contrast to the case of a Ru/Pt(111) surface, where due to an electronic effect,
the activity of a Ru/Pt(111) surface is enhanced compared to pure Ru or Pt,!7 a
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Ru/Au(111) surface shows an inhibiting effect of the underlying Au(111) substrate.
TPD data have shown lower CO adsorption energy on the Ru areas of the Ru/Pt(111)
surface than on the pure Ru surface.!7 The same was obtained by in situ FTIR measure-
ments of CO oxidation on the Ru/Pt(111) surface in the electrochemical environ-
ment.!8 The lower activity of the Ru/Au(111) surface can be explained by the opposite
effect, i.e., by an enhanced CO adsorption energy on the Ru islands of the Ru/Au(111)
electrode compared to pure Ru. This effect is caused by an electronic modification of
the Ru surface atoms due to interaction with neighbouring Au atoms.

CONCLUSIONS

The results on CO stripping voltammetry on bimetallic Ru/Au(111) surfaces,
showed that CO oxidation on deposited Ru islands commences at the same potential as on
pure Ru, although it continues to more positive potentials. The initial potential is the same
for all the faces investigated, while the current density increases with increasing coverage,
reaching a maximum value for app. 0.65 ML. For lower coverage, the Ru/Au(111) bimetal-
lic surface with a random distribution of Ru islands showed a higher activity. The observed
influences of the Ru structure on the CO stripping voltammetry were explained by an elec-
tronic modification of the Ru surface atoms due to interaction with neighbouring Au atoms
and by the formation of a mixed Ru adlayer, regarding the oxidation state of the deposited
Ru, causing local variations in the CO adsorption energy.

n3BON

OKCHUJALINJA CO HA BMUMETATHUM Ruw/Au(111) IOBPIIMHAMA

CBETJIAHA WITPBALL*, OLAF M. MAGNUSSEN u ROLF-JURGEN BEHM

*UXTM - HUnciauiniyin 3a eaexiapoxemujy, . up. 815, 11001 Beozpao, Jyzocaasuja u Abteilung fiir Oberflichenchemie
und Katalyse, Universitit Ulm, D-89069 Ulm, Germany

Ru je gemoHOBaH ejeKTpoxeMujcku Ha MoHOoKpuctany Au(111) u3 pacrBopa 0,5 M
H2804+10™* M RuCls. Kapakrepusanuja fooujennx oumeranunx Ru/Au(111) nopuuHa je
n3BefleHa [UKINYHOM BosiTaMeTpujoM U in situ STM-omy 0,5 M H2SO4 pactBopy. eno3ut Ru
ce cacToju Ojf HAHOMETapCKHUX OCTpBa, Koja ce cramajy ca noBehmeM NMOKpPUBEHOCTH. Y
OJTHOCY Ha pacmofiesty ocTpBa Ru mo mospuuau Au(111) cy6erpara, mobujeHa cy aBa pasiu-
4YyTa TUIa OMMETaIHUX NOBPIINHA. AKO je eNT031I1ja U3BeleHa Ha TOTEHIMjaIuMa O3UTH-
BHUjHM Of] 00JIaCTH peKOHCTPYKIHje, Tj. Ha HepeKoHcTpyucanoj Au(111) noBpmmHu, fo6uja
ce HeypebeHa pacnofena octpBa Ru. AKO je femno3unyja u3BefieHa Ha PEKOHCTPYUCAHO]
Au(111) noBpIIMHYU HA MaJOj IPEHANETOCTH, To0uja ce CEeJIeKTHBHH pacT ocTpBa Ru, mTO
pe3ynaryje y pemmmnnu pekoHcrpyknmje. Camo Ha BehuMm mpeHametoctmma, popMmupa ce
BUIIIECIIOjHU JIETIO3UT, ca BeoMa rpyboM MOBpIIMHCKOM Mopdonorujom. McnutuBana je
€JIeKTPOKATAIUTHYKA aKTHBHOCT 32 okcupanujy CO OBaKBHUX CTPYKTYPHO Ae(pUHHCAHUX
6umeranHux Ru/Au(111) moBpiiuHa, ca nokpuseHourhy Ru MarOM Off MOHOCIIOja 1O HEKO-
ko MoHocnojeBa. Okcupanuja CO nounsse Ha oko 0,2 V  ogurpana ce y mmpoKoj 06macTi
noTeHLyjana. ¥ THLAj CTPYKType Aeno3uta Ru Ha okcupanujy CO ce o6jallimaBa Bapyjanyja-
May eHepruju agcopniyje CO 360T pa3nuduTe JIOKaIHe CTPYKTYpe eIIOHOBaHUX OCTpBa Ru.

(ITpumibeno 20. cenreMbpa, peBupupano 24. HoBemGpa 2000)
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